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ELECTRONIC BLUEPRINT is the principal point of reference and knowledge base for Architects, Engineers and Buiders and the only package
that fully integrates regulatory & standards requirements with comprehensive, editable specifications, CAD details and approved industry training





Carpentry, Joinery & Cladding: Problems & Solutions  
Timber Shrinkage
Timber shrinks in cross section, although, due to the grain structure, it remains relatively stable in length. Cover strips should be provided at the edges of timber panelling to allow for shrinkage. The use of kiln-dried timbers will reduce shrinkage.

Gaps
Gaps that result from timber splitting should be repaired, filled with wood filler and sanded smooth before completion.

Nailing
Where architraves are required to be subsequently removed, the nails should be left proud. On completion they should be driven in and punched where appropriate.

