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Painting: Problems & Solutions  
Paint System Selection

The sample specification that follows contains one paint system that is suitable for most common housing applications, but it is only one of many. The expert advice of paint companies may be sought to determine the most suitable systems for specific applications.

Paint Colour Selection

Colour cards often display only part of the range available and a more comprehensive selection should be obtained. When selecting paint colours, have available a sample of the bricks and roofing tiles or sheet, and colour samples of the flashings, gutters, rain-water down-pipes and vehicular door sheeting. The availability of colours on pre-painted metal components should be checked since not all advertised colours are produced as stock items.

Monitoring the Number of Coats

It is difficult to determine the number of coats of paint that have been applied to any surface. At the end of each day after the application of the undercoat, place a small piece of clear magic tape in an unobtrusive position on the surface that is to be painted. If it is not painted over, you know that no further coats have been applied since it was positioned.

